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The Effect of Reverse Strain on Microstructure and Strengthening of Copper
Fabricated by Severe Plastic Deformation of Torsion Process
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The unidirectional single torsion process of commercially pure copper was followed by different number of reverse turns
of torsion deformation. The effect of reverse strain on the material refinement and hardening was investigated. It is
found that the grain refinement is significantly blocked in the reverse torsion strain in comparison with that only suffered
in monotonic torsion strain. The strengthening slightly decreases with the torsional direction change. This phenomenon
is interpreted in terms of the average dislocation density. A qualitative assumption is proposed to explain the retarded
phenomenon of material refinement and hardening in the reverse torsion process. The reverse strain maybe improves the
uniformity and stress-strain equilibrium of severe plastic deformation induced material.
Keywords: severe plastic deformation, copper, torsion, dislocation; hardness.

SPD deformation behavior. So we adopted the reversal
torsion for the investigation of reverse strain on the SPD
induced material. Over the last century, the torsion studies
were intense for the basic mechanics research
[15 – 18]. But to date, very limited works referring to the
torsion are available.
The present research was aimed to analyze the
microstructural development and hardening during the
reversal torsion, clarify the effect of reversal strain on the
dislocation density, grain refinement of pure copper, and
provide a mechanism explanation of the hardening and
grain refinement in the reverse strain.

1. INTRODUCTION
Interest in the fabrication of ultrafine-grained (UFG)
and nanomaterials through the severe plastic deformation
(SPD) technique has attracted much attention recently [1].
SPD, as an extension of the traditional plastic deformation,
is a very promising way of refining of material grain.
However, the study on the subsequent stability and defects
of UFG materials prepared by SPD is less, such as the
residual stress, stabilization and homogeneity. Previous
studies have found that different applied strain paths were
essential to the grain refinement during the SPD processing
[2]. Some earlier reports of loading paths of reverse highpressure torsion (HPT) [2 – 8] and equal channel angular
pressing) (ECAP) [9 – 13] on the microstructure refinement
and mechanical properties have pointed out the significant
influence of deformation mode on SPD induced material.
However, some revelations have not caught researchers'
attention. The reverse strain could reduce the residual
stress in the plastic deformed material. It is generally
known that the residual stress reflects the distribution
stress-strain in the interior of deforming material. This
gives the authors enlightenments whether the change of
deformation path can be used to improve the homogeneity
and mechanical properties of the SPD induced material.
Generally, torsion deformation has been recognized to be a
kind of SPD method to obtain a higher plasticity strain
than that in tension or compression [14]. As a
representative example, HPT has an apparent and unique
advantage in producing UFG materials with superior
mechanical properties due to the employing a high
compressive torsion deformation into the materials [14].
The torsion as a basic study is noticeable in the probe of

2. EXPERIMENTAL PROCEDURES
Prior to the reverse torsion, the commercial pure
copper (99.7 % in wt.%) had been preconditioned by
annealing at 650 °C for 2 h, and then by furnace cooling.
Grain size and average Vickers microhardness was
100 – 200 μm and 40 ± 2 HV for as-received samples. The
torsion bars (see Fig. 1 a and b) with dimensions of 35 mm
in gauge length and 5 mm in diameter were performed in
wire torsion testing machine XC-10 at a torsional rate of
0.25 turns/min. As-receive samples were suffered in
forward direction and subsequently in the reverse
direction, and the torsion turn sum was up to 6 turns (see
Fig. 1 a). In order to provide clear descriptions of the
reverse torsion processing, we will designate the different
combination as x1Fx2R, where x1 and x2 were the turns of
torsion, and the abbreviations of F and R represented the
forward turn and reverse turn, respectively. For example,
1F5R denoted that the sample was strained to 1 turn of
rotation in the forward direction and then suffered 5 turns
of rotation in backward direction.
The equivalent strain ε and shear strain γ in torsion can
be calculated as [14]
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method is a mesh drawn on a TEM image of a grain
satisfying the diffraction condition, and then the number of
intersections m between the mesh and dislocations are
counted. Eq. 2 is used to evaluate ρ [4].

(1)

where N is the number of rotations, l and r are the length
and the distance from the center of samples, respectively.
According to the Eq. 1, the corresponding maximal
shear strain and equivalent strain value for the 6 torsion
turn at the surface of samples can be calculated as 2.69 and
1.55. Following the torsion process, selected copper
samples were cut into segments and cold mounted in order
to characterize the longitudinal and transverse sections (see
Fig. 1 c). An optical microscope (OM) of Olympus PMG3
was used to observe the macrograph.
The microhardness was measured on a HXP-1000TM
hardness testing machine with a load of 100 g and a
loading time of 15 s. Separated from each other by equal
spaces of ~ 0.25 mm, the hardness indentation was
impacted along the radial direction of the transverse
section of samples, see Fig. 1 c. All the hardness values
were averaged from at least 5 indentations for each
measured point.

ρ=2m/Lt,

(2)

where t is the thickness of the sample, L is the total length
of the measured mesh. To reduce the error of the invisible
dislocations, TEM specimens were tilted (0 – 2°) in order
to observe the highest number of dislocations within a
grain.

3. RESULTS AND DISCUSSION
3.1. Optical microstructure
Optical microstructures of samples after torsion
process are shown in Fig. 2. As shown in Fig. 2 a, an
important feature of the inhomogeneous microstructure
distribution is obvious in the central area (the left-hand
side of the figure) and the edge region (the right-hand side
of the figure). Grain refinement in the edge region is well
due to the deformation of torsional simple shear. However,
compared to the edge microstructure, the ones in the
central region suffered less shear strain are relatively
coarse. A similar phenomenon of inhomogeneous
microstructure is also found in the microstructures of SPD
induced materials processed by TE and HPT, etc. Due to
the torsional deformation, a large number of elongated
ultra-fine grains are parallel to the imposed shear direction
(particularly in the microstructure of 1F5R and 5F1R
samples). The banded textures as the typical shear textures
are mainly caused by the increased strain sensitivity of
slips. Despite a few of coarse residual annealing twins the
grain refinement is obvious for the microstructure of 2F4R
and 4F2R samples. An intriguing phenomenon of
vertically symmetrical metallographic distribution is seen
in Fig. 2. Microstructure distribution of 2F4R and 4F2R is
symmetrical, and the microstructure distribution of 1F5R
and 5F1R is symmetrical. That is to say, the
microstructural similarity is in the 2F4R and 4F2R
samples. The 1F5R and 5F1R samples have also similar
grain size and microstructure characteristic. The
explanation is possibly attributed to the difference of the
forward turns and reverse turns. For example, the
difference of 2 turns is between in both 2F4R and 4F2R
samples. According to the qualitative model of the average
density of dislocations [2], the microstructure of 3F3R
sample is abnormal course which may be caused by the
dislocations annihilating. In addition, the refinement of
0F6R samples is more dominant than that of other torsion
combinations. Similar results are in agreement with the
results of previous HPT researches [2, 5 – 8]. To primarily
demonstrate the refinement influence on the center region
of microstructure, the symbolical small screenshots were
captured from the metallographic figures of relatively
coarse microstructure. The unique observation is shown in
Fig. 2 b. According to the inhomogeneous microstructure
distribution, the center region should be the area of
symmetrical distribution for the circumferential area along
the radial direction. The conspicuous microstructure
observation of 3F3R sample is in agreement with the

a

b

c
Fig. 1. Schematic illustrations: a – different reversal torsion
processes; b – pre-torsion samples; c – measured positions

Microstructures of transmission electron microscopy
(TEM) were characterized on a Tecnai G2 F30 operated at
300 KV. Cross-sectional thin foils for TEM observations
were prepared by means of mechanical grinding and ion
milling. The measurements of cell sizes were made directly
from TEM observations and the reported values are
averaged from a few hundred cells selected randomly. The
cell size was measured along two axes of parallel and
perpendicular. Approximately ~ 100 cells were measured
for each sample.
The evaluate dislocation density ρ in the grains of the
samples were observed by STEM with Ham's intersection
method [3]. The first procedure for Ham's intersection
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metallographic observation in Fig. 2 a. Both of the grain
sizes are relatively consistent. This is determined by the
inhomogeneous deformation behavior of torsion.

3.2. TEM measurement
Fig. 3 a shows the variation of dislocation density ρ
and cell sizes of the torsion processed samples. As can be
seen from the figure, the symmetry is shown in the curves
of dislocation density and cell sizes, and the symmetry axis
lies in the position of 3R3F sample, which has the lowest
vale of dislocation density and the highest value of cell
sizes. The dislocation density ρ decreases from
~ 2.3 × 1014m−2 at 0F6R/6F0R to the value of
~ 1.2 × 1014m−2 at 3F3R. Interestingly, the reversal torsion
strain could reduce the saturation of ρ in the torsion
deformation. In figure, the cell size measured indicates a
gradual decrease from ~ 490 nm in 3F3R sample to
~ 370 nm in 0F6R/6F0R sample. Besides, cells become
more equiaxed gradually with the decrease of difference
value between the forward turn and reverse turn. This can
be explained by the fact that the primary slip systems
operating are parallel to the direction of the measurements
taken parallel to the shear strain. The more slip systems
operating with the compatible deformation in the
microstructure evolution. Once the slip systems,
perpendicular to the former slip systems, become activated,
the length of these cells will be truncated. Dislocation cells
have the certain extent reflection on the changes of slip
system operating. Moreover, high-density dislocations
based on different slip system movements, is impelled by
the intense shear stress. When the dislocation density in the
cell walls achieves a certain critical value, part of
dislocations with different signs can annihilate at the cell
boundaries. As a result, the thickness of dislocation wall
becomes thin and the cell size decreases. As the dislocation
cell size tends to a saturated value with continued plastic
strain, a saturated grain size equivalent to the minimum
cell size is expected with increasing strain. From the
above, the reversal torsion strain could release part of the
dislocation.
In order to explain the abnormal phenomenon of
copper microstructure after the reverse torsion, the
selective TEM obviation was analyzed in detail. Here, only
the longitudinal TEM micrograph of sample 2F4R is
shown in Fig. 3 b. For 2F4R, the original grains are clearly
elongated to form shear bands (SBs) are present in Fig. 3 b.
The SBs have a tendency to undergo a line up parallel to
the shear direction during deformation. Accordingly, the
formation of the shear bands originates from the
deformation constraint imposed due to the torsion
deformation pattern. This implies a large increase in the
ability of dislocations to move over long distances. The
increase in the ability of the dislocation motion is caused
by the escape of dislocations from the tangles due to cross
slip, which is responsible for plastic deformation at low
strains. Moreover, the laminar shear structure (LSS) is
shown inclined in the shear bands. The explanation should
be due to the reverse torsion effect. The recovery occurs in
the partial dislocations and reply slips. The fuzzy margin
of LSS is caused by the unstable and inhomogeneous shear
deformation. The microstructure diagram is shown in
Fig. 3 c. Also, LSS in the SBs, a tendency to undergo an
incline, follows the same relation as the recovery of shear
strain in the forward turn. Based on the dislocation theory
[14], the produced dislocations are hindered by the former

a

b
Fig. 2. Optical microstructures of copper after torsion process:
a – longitudinal section; b – center area of transverse
section

In the torsion processing of cylindrical bar, if the angle
of twist per unit length is sufficiently small, then the bar
behaves linearly elastic. According to the theory of
plasticity [19], if the angle of twist per unit length reaches
a certain critical value, then some portion near the
boundary of the bar becomes plastic. Studies indicated that
the circular shaft was the strongest one under completely
elastic or plastic torsion [19]. In general, the elastic-plastic
torsion as a special case usually includes both the purely
elastic and completely plastic torsion. Inverse torsion could
release the elastic deformation energy of torsional material.
The linear transmission of elastic and plastic deformation
is reduced in the torsional deformation, which results in the
difference decrease between the center area and edge area
in the torsional deformed bar.
Moreover, residual stresses prevail throughout the
inelastic (plastic) deformations, and the plastic torsion
deformation is no exception. Mechanical processing
method is a relief of residual stress in the metal plastic
processing. An additional reversal deformation applied to
the deformed products as the pressure secondary stress
could reduce the residual stress value in the previous
deformation. Reverse torsion would play such a role of
reducing the extra inhomogeneous deformation in the
internal material.
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generated ones with the strain increasing. So the
dislocation motion is more and more difficult. Too many
dislocations are formed as the entanglements, and cellular
structures produce at a certain extent of strain. Dislocations
densely tangle and mutually interfere in the cell wall area.
The slip is difficult and makes the metal hardening. Thus,
hardness increases with the increase of strain.

The microstructures of longitudinal sections show
elongated grains after the 2F4R torsion passes, but for the
decreasing numbers of reverse passes, these elongated
grains break down to relatively finer equiaxed grains.

3.3. Microhardness examination
Fig. 4 presents a comparison of the hardness variations
of samples by different torsion procedures. In order to
describe clearly, mathematical statistics and fitting were
utilized to distinguish the different values. Added error
bars using the user-specified 5 % percentage, the values of
measured points were fitted using the nonlinear curve fit of
allometric1 model. With increasing the number of reversal
turns, although all the curves show a similar trend, the
hardness decreases with the increase of reversal torsion
turns. There are some particulars in hardness distribution
between monotonic and reversal deformation modes.
Overall, the hardness value is arranged from large to small
order as 0F6R, 1F5R and 5F1R, 2F4R, 4F2R, and 3F3R.
Remarkably, either in the centre or in the periphery, the
hardness of the samples processed by reversal torsion is
even lower than by the monotonous torsion (sample 0F6R)
process. These data show that reversal torsion is very
inefficient in increasing hardness as compared to
monotonous torsion process. Torsion like HPT produces
substantial strain gradients resulting in both an
inhomogeneous microstructure and the formation of
dislocations [20, 21]. At the edge of the torsional sample, a
high strain occurs. In this condition, the dislocations
density is approximately proportional to the effective
strain. The dislocations have symbolic dislocation
characteristics of the local area, and thus the strain is
significantly affected by the loading path. By that analogy,
the monotonous torsion process improves the dislocations
generation toward the center region of torsion sample.
While the reverse turn dilutes this process due to the
relieving of deformation energy and the next section goes
into further detail. Comparison of data for the monotonous
torsion processed samples show that the torsion turns in the
opposite direction caused a drastic reduction in hardness
over the entire sample, and the reduction of hardness is
especially large in the lower hardness zone around the
central region of the samples.
It should be noted that the hardness is plotted as a
function of distance from the center (r). The curves are
roughly separated into two segments in accordance with
the slope of the tangent line. The bifurcation point locates
in the position of r = 1. The first segment corresponds to
the region of lower hardness near the center of the sample.
Accordingly, the other presents a relatively high hardness.
This could be due to the interaction of increasing
dislocation density with the increasing radius, which
becomes dominant after dislocation densities reach a
certain critical value. After a total turn of one full
revolution, the hardness appears to have reached a
saturation level in the periphery of samples. As the amount
of reverse turns increase, the increase of hardness
gradually slows down considerably in processed samples.
In the periphery of samples, the hardness is more
homogeneous and shows a slight increase with increasing
total turns up to the maximum of 6 turns. Also, this

a

b

c
Fig. 3. a – variation of dislocation density and measured cell sizes
for torsion processed pure copper; b – TEM micrographs
(bright field) of processed sample 2F4R; c – schematic
illustrations of microstructural evolution of 2F4R sample
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reduction/increment of hardness does not vary with the
increasing radius except at and near the center.
The curve slopes of 0F6R, 1F5R and 5F1R samples
have the same value at the center region of the traverse
section. Three curves tend to overlap one another. The
curve slope of 0F6R sample in the second segment is
greater than the others. The curve slopes of 2F4R, 4F2R,
and 3F3R sample have the same value in the entire curve.
That is why they are parallel to each other.

dislocations formed during the previous deformation
should be relatively stable. During the small applied
reverse strain, the dislocation density initially reduces to a
very low level and subsequently increases again with the
strain gradient further increasing. The recombined
formations of dislocations, subgrains and GBs mainly
depend on the annihilate magnitude of the reverse strain
turns (Fig. 5 e and Fig. 5 f). The applied strain in torsion
samples is closely related to the difference between the
forward turns and reverse turns. Hence, similar
macrostructure features and hardening are found in the
foregoing analysis.

a
Fig. 4. Vickers microhardness vs. distance from the centre of
samples

b

c

d

e

f

Fig. 5. Schematic illustration of the basic principles of the
influence of dislocation creation on the microstructure of
the reversal torsion processed samples: a – 0F6R/6F0R;
b – 1F5R; c – 2F4R; d – 3F3R; e – 4F2R; f – 5F1R

3.4. A qualitative explication
Fig. 5 shows the basic principles of the influence of
dislocation creation on the reverse torsion processed
material. Initially grain without dislocations is assumed a
rectangle. First, take a look at the 0F6R or 6F0R samples
(in Fig. 5 a), the lattice bends with the increasing torsion
turns, and the density of dislocations in the initial grain
also increases. When the dislocation reaches a critical
value, these dislocations start to come together to form cell
walls which evolve into subgrains/grain boundaries (GBs).
For the monotonic torsion (without changing the direction
of deformation) samples, the strengthening is mainly due
to the high density of dislocations. For the 1F2R sample
(Fig. 5 b), the configuration of the generated dislocations
recovers due to the small torsional strain gradient (only one
torsional turn) when the reverse torsion turns increases.
However, the recovering configuration, different from the
initial one, has a small number of dislocations. With the
reverse torsion turn increasing, some cell walls evolve into
subgrains/GBs, and some relatively few subgrains and
dislocations are preserved comparing with the 0F6R or
6F0R samples (in Fig. 5 a). Similar case also exists in the
2F4R sample (in Fig. 5 c), whose microstructure is
relatively coarse. The torsion in the opposite direction is
applied to the grain, and this reversal strain gradient
annihilates the dislocations initiating in the previous strain
process, and as a result the refining effect weakens with a
very low-density of dislocations. For the 3F3R sample
(Fig. 5 d), refining and hardening are unsatisfactory due to
the counteraction of forward turns and reverse turns. With
the reverse turns increasing, the grain is subjected to a
large strain gradient, and many dislocations generate and
accumulate in the initial grain. Although the reverse strain
gradient maybe destroys all the existing dislocations, the

4. CONCLUSIONS
In the present study, the influence of reverse strain on
hardening and refinement in the torsion process of
commercially pure copper was investigated. The following
main conclusions could be drawn:
1. The inhomogeneous microstructure exists in both
unidirectional torsion and the reverse torsion. In
addition, the reversal strain significantly affects the
grain refinement in comparison with the monotonic
straining.
2. The higher hardness is attained when the torsional
straining is conducted by rotating the samples in the
unidirectional direction. Less hardening is achieved if
the torsional direction is reversed during the torsion
processing.
3. The reverse strain could hinder the interior refinement
and hardening of materials during the reverse strain in
comparison with the monotonic techniques. However,
the stress-strain in the material could be equilibrium
under the action of reverse strain. The above
phenomenon may be conducive to the performance
improvement of SPD induced UFG material.
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